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1. Materials and Methods

Lipids:
1,2-dioleoyl-sn-glycero-3-phosphocholine (DOPC), 1,2-dipalmitoyl-sn-glycero-3phosphocholine (DPPC), 1-palmitoyl-2-oleoyl-sn-glycero-3-phosphocholine (POPC),
sphingomyelin(egg) (ESM), sphingomyelin(brain)(BSM), and cholesterol (ovine wool) were
purchased from Avanti Polar Lipids. Ergosterol was purchased from Sigma Aldrich.

Lipid membrane fluorescent probes:
23-(dipyrrometheneboron difluoride)-24-norcholesterol (BODIPY-Chol), GM1 Ganglioside
(Brain, Ovine-Ammonium Salt), and 1,2-dioleoyl-sn-glycero-3-phosphoethanolamine-N(lissamine rhodamine B sulfonyl) (ammonium salt) (Rh-DPPE) were purchased from Avanti
Polar Lipids. Cholera Toxin Subunit B (CTXB) conjugated with Alexa488 and Alexa647 (A488CTXB, A647-CTXB) and DiI C18:0 were purchased from Invitrogen.

Fluorescently labeled glycans:
Fluorescein isothiocyanate (FITC)-Dextran 150,000 MW and FITC-Hyaluronic Acid were
purchased from Sigma Aldrich. FITC-Heparan sulfate, FITC-Hyaluronic Acid, FITCCarboxymethylcellulose and FITC-Glucomannan were purchased from Carbomer Inc. FITCFicoll was a kind gift from Prof. Krystyn van Vliet (MIT).

Unlabeled glycans:
Hyaluronic Acid (from rooster comb), heparan sulfate, mannan (from yeast),
carboxymethylcellulose, Ficoll 400, Ficoll 75, Dextran 150, 000 MW, inulin, pectin, and
hydroxypropylcellulose were purchased from Sigma Aldrich.
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1.1. Preparation of giant unilamellar vesicles (GUV)
Giant vesicles were formed using the electroformation technique 1. 6 µl of the desired lipid
mixture at a concentration of 1 mg/ml was spread into a thin film onto a clean indium tin oxide
(ITO) coated glass slide using a glass syringe (Hamilton). The slide was placed in a vacuum
desiccator for 30 minutes to remove all traces of chloroform. A PDMS gasket was used to
construct a barrier around the lipid film, and the slide was placed onto a 65°C hotplate (to ensure
the lipids were above the miscibility transition temperature). About 600 µl of 500 mM sucrose
solution was used to hydrate the lipid film, and a second ITO slide was used to close the
chamber. The slides were connected to a function generator (Agilent) with conductive copper
tape. A sinusoidal AC field was applied at a field strength of 0.5 V/mm and frequency of 10 Hz
for 1 hour. The giant vesicles were carefully removed from the chamber and suspended in 500
mM glucose solution. GUVs were typically used immediately, and never used more than two
days after formation. The lipid compositions that were used for our experiments and the phase
state of the membrane are shown in Table 1. Typical images of vesicles are shown in Fig. S2.
Supplementary Table 1 | Lipid compositions (mole percent) used to prepare lipid membranes.
Lipid compositions
ESM:DOPC:Cholesterol:Rh-DPPE:GM1
54.8:25:20:0.1:0.1
ESM:DOPC:Cholesterol:Rh-DPPE:GM1
54.8:40:5:0.1:0.1
BSM:DOPC:Cholesterol:Rh-DPPE:GM1
54.8:40:5:0.1:0.1
ESM:DOPC:Cholesterol:BODIPY-Chol
54.5:25:20:0.5
ESM:DOPC:Cholesterol:BODIPY-Chol
54.5:40:5:0.5
ESM:POPC:Cholesterol:Rh-DPPE:GM1
33:32.8:33:0.1:0.1
ESM:DOPC:Ergosterol:Rh-DPPE:GM1
54.8:25:20:0.1:0.1
DPPC:DOPC:Ergosterol:Rh-DPPE:GM1
54.8:25:20:0.1:0.1
DOPC:Rh-DPPE:GM1
99.8:0.1:0.1
ESM:DOPC:Rh-DPPE:GM1
99.8:0.1:0.1
ESM:Cholesterol:Rh-DPPE:GM1
69.8:30:0.1:0.1
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1.2. Preparation of glycan networks
Since glycan solutions are complex fluids, we hypothesized that instability driven pattern
formation, which is known to occur during the drying of other types of complex fluids 2,3, might
be employed to produce such networks. To test our hypothesis, we deposit dilute (typically 100
µg/ml) solutions of fluorescently labeled glycans dispersed in ultrapure water on disc-shaped
(typically 7.5 mm in diameter) hydrophilic surfaces such as glass slides, plasma-oxidized
poly(dimethyl)siloxane (ox-PDMS, plasma oxidation produces a layer of hydrophilic silica-like
material on the surface of PDMS), or freshly cleaved mica which are all suitable surfaces to
support lipid bilayers 4-6 and allow the liquid to dry. Once the liquid has dried completely, we
submerge the surface in an aqueous buffer (typically 10 mM Tris, 150 mM NaCl, 2 mM CaCl2,
pH 7.5) to rehydrate the glycans. Once prepared, the surface is kept immersed in an aqueous
environment at all times (Supplementary Fig. 3 shows a graphical cartoon). Typically, we use
PDMS oxidized in air plasma (10 seconds, Harrick Plasma Cleaner/Sterilizer PDC-32G at
maximum RF power) as our substrate.

We find that spatially patterned radial networks- homogeneous glycan density in the
center transitioning to inhomogeneous regions with of high and low glycan density towards the
edges -are produced. The shape and interdomain spacing in the inhomogeneous region varies
with position on the disk and the drying conditions. The structure of the glycan network remains
unperturbed upon subsequent gentle addition and quiescent submersion in aqueous buffers. Note
however that we observe fluorescence signal in the buffer which suggests that some glycans do
come off the surface upon addition of buffer. These free glycans in solution likely reabsorb onto
any bare hydrophilic regions (due to the high surface energy of such surfaces 7), and thus all
surfaces have a coating of glycan. Using this method, hydrated glycan networks of radially
modulated lateral density can be reproducibly obtained from a wide variety of biologicallyderived, fluorescently-derivatized and synthetic glycans.
The submerged layer is stable for at least 48 hours, and the hydrated glycans remain
anchored to the surface and do not diffuse under quiescent conditions. This observation is
important since the absence of diffusion allows us to consider any subregion of the glycan layer
as a connected yet independent glycan network. Thus, using this method, we readily obtain
O(1000) 100 µm2 independent surface-supported hydrated glycan networks on a single disk.

1.3. GUV fusion and cholera toxin labeling
After a 10 minute incubation interval, 10 µl of a 500 mM glucose/sucrose solution
containing giant vesicles (pre-warmed to 65°C) is added to the chamber above the PDMS disk.
The high density of the sugar solution ensures rapid sedimentation of the vesicles onto the glycan
surface. The chamber is covered with an 18 mm diameter circular coverslip, to prevent excessive
evaporation of the buffer, and the sample is left to incubate for 10 minutes on the hotplate. Giant
vesicles sediment onto the glycan network, where most vesicles rupture and form 2D supported
lipid bilayer patches. After 10 minutes, the hotplate is turned off and the slide is allowed to cool
to room temperature. The coverslip is removed and the surface is gently washed by pipetting
fresh Tris-HCl buffer over the surface to remove any unfused vesicles.
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When Cholera Toxin subunit B (CTXB) is used to label the bilayer, the surface is
blocked post vesicle fusion to reduce non-specific adsorption of the protein onto regions devoid
of lipids. Skim milk solution (prepared as a stock solution of 10 mg/ml in ultrapure water) is
added to obtain a final protein concentration of ~ 0.1 mg/ml in the chamber and allowed to
incubate for at least 10 minutes. The skim milk block is inspired by the blocking procedure used
for Western blots. We find that skim milk is a superior block compared to the more common
bovine serum albumin block (background fluorescence is extremely low).
5 µl of CTXB (prepared as a stock solution of 0.1 mg/ml in phosphate buffered saline pH
7.5) is added to the chamber to give a concentration of ~ 0.05 mg/ml. A fresh 18 mm coverslip is
used to cover the chamber and the preparation is allowed to incubate for at least 30 minutes
before visualization with the confocal microscope.
For samples without CTXB the skim milk block step was omitted. The presence or
absence of skim milk did not affect the behavior of the lipid bilayers or the glycan network.
1.4. Surface imaging
Supported lipid bilayers were imaged with an upright confocal microscope (Zeiss LSM 510)
with a 63x/ 1.0 N.A. water dipping objective. FITC was excited with a 488 nm laser with the
acquisition acousto-optic tunable filter (AOTF) set at 20 percent. A band pass filter 500-510 nm
was used in the detection channel. Rhodamine-B was excited with a 543 nm laser with AOTF set
at 10 percent. A bandpass filter 565-615 nm was used in the detection channel. CTXB-A647 was
excited with the 633 nm laser, AOTF 30 percent. A band pass filter 650-710 nm was used in the
detection channel. The images were taken sequentially to further reduce cross-talk between the
channels. Images were captured at 14-bits.
1.5. Image analysis
The function ‘tiffread29’ was used to open the native ‘.lsm’ files in the Matlab environment 8.
Each ‘.lsm’ file consisted of the glycan image, Ld image and Lo image. For each file, the Lo and
Ld images were summed. Pixel intensities that were less than the mean intensity of this summed
image was then set to zero in all three images which clears regions that are not covered by the
lipid bilayer. Then the images were automatically reduced to obtain a square region of interest
(ROI) that inscribes the bilayer. These images were used for all of our subsequent analysis. All
analysis was performed with custom programs written in Matlab.

1.6. Power spectrum density (PSD) analysis
A 2D Hamming window was applied to the ROI to reduce edge effects and a Fast Fourier
Transform (FFT) of the image is calculated. A radial average of this FFT was then calculated to
obtain the power spectral density. A smoothing function (moving average method with a span of
3) was applied to reduce noise in the PSD curves, and the PSDs of the different channels were
normalized by dividing with the mean intensity value of the respective channels.
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1.7. Cross-correlation analysis
The mean intensity value of the channels was subtracted from each pixel and a 2D Hamming
window was applied. The built-in Matlab function normxcorr2 was used to calculate the
normalized cross correlation matrix between the glycan channels and Lo channels, and, the
glycan channels and the Ld channels. We calculate the half-radial average of the cross-correlation
matrix corresponding to the positive and negative half-space of the lags and patch the two curves
about zero to obtain the 1D plots of the cross-correlation versus lag.
1.8. Intensity contour plots
Each pixel was normalized by subtracting the mean and dividing by the standard deviation of the
ROI intensity. Glycan channel and Lo channel, glycan channel and Ld channel pixel pair
intensities were aggregated and the Matlab routine contourf was called to plot contour plots of
the fluorescence intensities.
2. Note about FRET between FITC and rhodamine
The emission spectrum of FITC and excitation spectrum of rhodamine sufficiently overlap that
Forster resonance energy transfer (FRET) is possible when the two fluorophores are within the
Forster radius9. Our confocal images and experimental setup of bilayer patches are designed to
allow for FRET to be detected. Indeed, significant quenching of the FITC (FRET donor) bound
to the bilayer is evident when a membrane containing Rh-DPPE (FRET acceptor) is adsorbed
onto a uniform glycan network (Fig. 4 of the main paper). This reveals that the bilayer is in
close contact with the glycan network.
Note that FRET occurs to a lesser extent on raft-forming membranes on inhomogeneous
networks since the rhodamine-molecules partition to glycan poor regions. Dark regions in the
glycan network are not due to quenching since glycan patterns are continuous from regions that
contain the acceptor and regions that do not contain the acceptor (See Fig. 2) of the main paper.
3. 1. Fluorescence recovery after photobleaching (FRAP) measurement of the diffusion
coefficient of phases
Diffusion of fluorescent probes in a bilayer is another independent means of determining phase
identities. In general, diffusion of fluorescent probes is about 1-10 times slower in the Lo phase
compared to the Ld phase due to the increased viscosity of the ordered phase 10. Lipids are
immobile in the So phase 10.
We use the fluorescent lipid probe BODIPY-Chol which partitions equally into Lo, Ld and
So phases 11 and so allows FRAP measurements of diffusion in all phases with the same
molecule.
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3.2. Identifying lipid domains in multiphase membranes labeled with an equipartitioning
probe
Since BODIPY-Chol partitions evenly between phases (Supplementary Fig. 4a), determining the
location of domains in order to conduct FRAP measurements required some creativity.
We recognize the fact that probe molecules are constantly being photobleached when
exposed to the laser, and that the rate of bleaching is dependent on the amount of laser light to
which each probe molecule is exposed. In a confocal microscope, the laser rasters over an array
of pixels with a characteristic dwell time (typically 3.2 µs for the FRAP experiments presented
here). For the extreme case of an immobile fluorophore, each fluorophore in a pixel will be
exposed to a laser light pulse for 3.2 µs each time a frame is acquired. Mobile fluorophores
however can diffuse out of the laser path and thus, on average, are exposed to a shorter pulse of
laser light. Since probe molecules diffuse more slowly in viscous domains, fluorophores in
membranes with domains of differing viscosities should exhibit regions of differing bleach rates.
We test the above idea with multiphase membranes on inhomogeneous glycan networks
and find that when images are acquired with full laser intensity (to encourage photobleaching) on
an initially uniformly fluorescent membrane, domains are revealed after several passes of the
laser (Supplementary Fig. 4 a-d). An intensity profile of a strip on the image reveals that the
membrane as a whole is bleached with each pass of the laser (i.e. the total fluorescence intensity
decreases), but domains in the membrane exhibit different rates of photobleaching
(Supplementary Fig. 4e). Similar experiments on homogeneous glycan networks do not reveal
any domains. These experiments provide an indication of the existence of compartmentalized
domains of different viscosities in membranes adjacent to inhomogeneous glycan networks.
3.3. Quantitative determination of diffusion coefficients
We saved the coordinates of the identified domains in the confocal software, and we allow
membrane fluorescence to recover completely. Note that the bleached bilayer is a small fraction
of the whole bilayer patch and thus by waiting for an interval of 20 minutes, unbleached
fluorophores diffuse into our region of interest. All FRAP experiments are performed identically
as follows: 63X 1.0 NA water dipping objective, laser line: 488 nm at 50 percent power, image
acquisition AOTF setting 0.5 percent, bleach AOTF setting 100 percent, bleach pulse 105 ms,
acquisition frame rate 105 ms. ROI 50 x 50 pixels, pixel size 79.8 nm. A circular bleach spot is
defined at the center of the ROI with a nominal radius of 5 pixels. Bleaching was carried out four
times per ROI, and we were careful to allow sufficient time for full recovery to occur before
initiating the next bleach acquisition (i.e. typically by moving to 20 other positions before
coming back to the first position to carry out another round of bleaching). All images were
normalized by dividing the intensity at each pixel with the average intensity of the first prebleach image. Acquisition photobleaching correction was done by dividing the intensity of each
image post-bleach with a reference time series where a bleach pulse was not applied.
The four sets of images acquired for each ROI was averaged and the mean intensity in the
bleached region versus time was obtained with the regionprops routine in Matlab. The
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fluorescence recovery data were fitted for a ‘characteristic’ diffusion time, τ, in the linear leastsquares sense with the well-known Axelrod series solution 12 for a Gaussian intensity profile:
! ! =!
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where A is a parameter that depends on the bleach geometry and laser power in the static laser
setup (not well defined for the confocal setup, and thus left as a free parameter), and K is the
bleach depth. Diffusion coefficients, D are calculated using ! =
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FRAP measurements were performed in the Ld and Lo domains and the calculated
diffusion coefficients are plotted in Supplementary Fig. 5a. Diffusion of BODIPY-Chol is ~ 3
times faster in the Ld phase. The quantitative difference in diffusion of the probe in the
membrane, along with the qualitative demonstration above, provides a clear indication that two
distinct membrane phases exist on multiphase bilayers supported on inhomogeneous glycan
networks. FRAP measurements of multiphase lipid bilayers on homogenous glycan networks
where macroscopic domains do not form yield a diffusion coefficient that is intermediate
between the values obtained for the phase-separated membrane (Supplementary Fig. 5a). The
fluorescence intensity of So domains does not recover, which confirms the absence of lateral
diffusion in the gel phase (Supplementary Fig. 5b).
Note that these measurements explicitly confirm that the lipids are fully mobile in the
bilayer.

4. Controls for fluorescence labeling
Numerous experiments were performed with unlabeled glycans. In all cases, similar to glycans
labeled with FITC, multiphase membranes show large time stable domains on inhomogeneous
glycan networks and no domains on homogeneous networks.
Rh-DPPE (selectively partitions into Ld domains), BODIPY-Chol (partitions equally into
Ld and Lo domains), Alexa647-Cholera Toxin B bound to GM1 (partitions into Lo domains and
So domains), and DiI C18:0 (partitions into Ld domains) were used to label the membranes
respectively either singly or in combination. Our results indicate that the choice of fluorescent
label does not modify the behavior of lipid membranes on glycan networks. Importantly
membranes without the glycolipid GM1 and CTXB also show the same behavior on glycan
networks.

5. Microscale roughness measurements of the glycan networks
There is a report that microstructral roughness due to the chemical etching of silica surfaces can
pattern the formation of domains in membranes showing Lo-Ld coexistence. The more rigid Lo
domains coarsen on smooth regions while the less rigid Ld domains coarsen on the rougher
regions 13. While pioneering in its experimental demonstration of microstructural effects, note
however that the formation of the domains was extremely slow (72 hours or more) and it was

	
  

7
7

NATURE MATERIALS | www.nature.com/naturematerials

© 2012 Macmillan Publishers Limited. All rights reserved.

SUPPLEMENTARY INFORMATION

DOI: 10.1038/NMAT3492

unclear if the domains exhibit thermal reversibility 13. In contrast, membranes on our glycan
coated surfaces exhibit thermal reversibiliy and form within minutes of quenching.
Nevertheless, putative differences in roughness might be a starting point for a
mechanistic explanation of glycans effects on lipid membranes. We image our glycan networks
with an MFP-3DCoax Atomic Force Microscope (AFM) coupled with an inverted microscope
(Asylum Research, Santa Barbara, CA). Silicon nitride AFM probes model AC240TS (Olympus,
Japan) were used. Typical images of the inhomogeneous and homogeneous networks are shown
in Fig. S6A,C. Root mean square roughness (RRMS) of the glycan-rich domains and the glycanpoor domains were measured with a built-in function in the MFP-3D software. The RRMS values
were calculated over a 1 x 1 micron square region to allow comparison of the roughness values
between inhomogeneous glycan networks (we placed the sampling box over glycan-rich domains
and glycan-poor domains of sufficient size to fully enclose the 1 x 1 micron box). For
homogenous networks where there are no domains to choose from and for bare PDMS, the
sampling box was placed at random. We found that the RRMS between the glycan-rich and
glycan-poor regions were similar within experimental error (Supplementary Fig. 6b). RRMS of
the homogeneous glycan networks were also indistinguisable within experimental error
(Supplementary Fig. 6d). Thus it is clear that the effects of glycans are distinct from the
roughness effects reported by Yoon et al. 13.

6. Confirmation that glycan poor domains of inhomogeneous glycan networks are not
devoid of glycans
Evidence that glycan-poor regions of inhomogeneous glycan networks are indeed glycan poor
and not devoid of glycans are as follows. (i) Roughness measurements (Supplementary Fig. 6d)
indicates that the RRMS of glycan poor regions is different from RRMS of bare oxidized PDMS. (ii)
We use a thresholding routine in Matlab, graythresh, to define automatically the location of
glycan rich domains and glycan poor domains. The normalized mean fluorescence intensities of
these domains in n=15 glycan networks was then calculated and shown in Supplementary Fig.
7a. It is clear that the fluorescence intensity in glycan poor regions is not zero. (iii) AFM phase
imaging is sensitive to the presence of different chemical groups on a surface 14. We obtain a
phase image along with the height profile of a section along the boundary of a glycan rich and
glycan poor domain of an inhomogeneous glycan network. We show a 3D reconstruction of the
topography of this section and overlay the phase information. The phase image was false colored
according to the phase angle. In the phase image glycans appear yellow while the substrate
appears purple. It is clear that glycans are present at a lower density in the glycan poor regions.
Here we confirm at the molecular level that glycans are present in the glycan poor domains of
inhomogeneous networks.

7. Controls for gross topographic effects
The glycan-rich regions are raised with respect to the glycan-poor regions (Supplementary Fig.
6a). Naively, gross changes in topography might explain our observation of phase patterning in
multiphase membranes. How do we untangle putative gross topographical effects from other
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chemical or microstructural features of the glycan network? We devised a method to test for the
effects of topography by making replicas of the glycan network in PDMS. These replicas
preserve the topography of the network while being composed purely of inert PDMS. We modify
our previously reported method of making replicas of particle-covered interfaces 6 to make a
copy of the glycan network. Briefly, UV curable epoxy (UVO-110, Epotek) was poured and then
cured on a PDMS disk with a prepared glycan network. The PDMS is peeled off the hardened
epoxy, which now has an imprint of the topography of the glycan network. We found that it was
important to sonicate the mold 3-4 times with ethanol and water for 20 minutes each to remove
most traces of glycan from the epoxy. The epoxy mold was then used to produce all-PDMS
surfaces (Supplementary Fig. 8). We discard the first three castings since we found traces of
glycan remaining on the cured PDMS (we found that the FITC signal from the glycan could be
detected on these PDMS surfaces despite the extensive sonication) and use the fourth and
subsequent surfaces for our experiments.
We deposit multiphase membranes on the PDMS replicas and visualize with the confocal
microscope (Supplementary Figure 8). Fourier analysis, similar to the ones performed for the
glycan networks, was performed on these images. Note however that we use confocal reflection
microscopy to visualize the replica, since it is not fluorescent. Thus gray-scale intensity of the
images of the replica corresponds to the height and curvature (topography) of the surface, and
not the number density of glycans on the surface (which is what is measured in the fluorescence
images). Fourier analysis allows the extraction of characteristic length scales of the all-PDMS
replica and any domains in the membrane (Supplementary Fig. 8c,d). It is clear from the images,
the PSDs, the cross-correlation analysis, and the intensity contour plots that the replica does not
pattern the phase separation of the membrane It might be possible that there are differences at the
nanoscale regarding the contours of the lipid bilayers and the substrates, but it is unlikely to be a
main factor given the many papers that report lipid bilayers follow faithfully the topography of
even highly rough silica substrates 15-17. We thus conclude that the gross topography of the
glycan network alone cannot pattern domains in multiphase membranes.
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Supplementary Figure 1 | Single-phase membranes are insensitive to glycan networks.
Images are multichannel confocal fluorescence micrographs. Lipid images are composites of RhDPPE channels, false colored red, and A647-CTXB channels, false colored green. Glycan
images are false colored cyan. PSDs of the glycan networks are shown as cyan filled circles
while those of the lipid bilayers are shown as orange filled circles. Red arrows indicate peaks of
interest denoting the dominant length scale (if present) in the curves. Bilayers were imaged at
T=23oC. (a-c) Confocal images indicate the absence of domains in single phase Ld, Lo and So
resting on inhomogeneous glycan networks. This is confirmed by the lack of a characteristic
length scale peak in the lipid PSDs despite the pronounced peak in the glycan PSDs. We
conclude that glycans cannot pattern the formation of lipid domains independent of favorable
lipid-lipid interactions, and that the lipid phase-sensitive probes that we use do not interact
directly with the glycans. Scale bars 5 µm.
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Supplementary Figure 2 | Representative images of the giant vesicles used to obtain
membrane patches on our glycan networks. Vesicles were imaged at T=23oC. The membranes
were labeled with Rh-DPPE (false colored red) and A647-CTXB bound to GM1 (false colored
green). Images shown here are composites of the red and green channels. (a-c) In single phase
membranes the fluorescent probes distributes uniformly in the membranes. (d, e) In multiphase
membranes the probes partition into distinct micron scale compartments, which indicates the
presences of multiple phases. In vesicles showing Lo-Ld coexistence the domains appear circular
while in vesicles showing So-Ld coexistence domains have irregular shapes. Prior to fusion onto
glycan networks the vesicles were heated to 65oC which melts the domains in the multiphase
membranes. Scale bars 5 µm.
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Supplementary Figure 3 | Schematic of the preparation procedure of glycan networks on
oxidized PDMS. Glycans were dissolved in ultrapure water to a concentration of 1 mg/ml. Stock
solutions were diluted 10 times to produce working solutions at a concentration of 0.1 mg/ml.
Except for dextran which was used at a concentration of 1 mg/ml, all other glycans were used at
a concentration of 0.1 mg/ml. 2 µl of the glycan solution was deposited onto the plasma-oxidized
PDMS disk, 7.5 mm in radius. The dilute glycan solution spreads completely over the
hydrophilic PDMS surface. The slide is placed on a 65°C hotplate for 3 minutes. The liquid
dries, depositing a network of glycan onto the PDMS. 1000 µl of prewarmed (65°C) Tris-HCl
buffer is added to the chamber to rehydrate the deposited glycan network and also to prepare the
surface for vesicle fusion.
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Supplementary Figure 4 | Identifying lipid domains in multiphase membranes labeled with
an equipartitioning probe. (a) Typically there is little to no contrast in multiphase membranes
on inhomogeneous glycan networks labeled with Bodipy-Chol, since the probe does not partition
into a specific phase. (b-d) Since the laser rasters at a constant rate to obtain an image, slowly
diffusing probe molecules (i.e. probes in more viscous regions of the membrane) have a higher
residence time in the laser beam, causing a larger bleach rate in these regions. By scanning over
the region several times, viscous phases become darker. (e) Strip intensity profiles (strip chosen
shown in (a)) with each pass of the laser, showing the emergence of contrast in the bilayer.
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Supplementary Figure 5 | Quantitative determination of lipid mobility of multiphase
membranes on glycan networks. (a) Lipids diffuse ~ 3 times faster in Ld domains on
inhomogeneous glycan networks. Membranes with the same composition on homogeneous
glycan networks do not show domains. The measured diffusion coefficient in these membranes is
intermediate to that of the Ld and Lo phases present on inhomogeneous glycan networks. (b)
Lipids are immobile in the solid phase (So) on inhomogeneous glycan networks, while the lipids
are fully mobile in the Ld phase. Once again the diffusion coefficient of the lipids on
homogeneous glycan networks is intermediate to the phases found on inhomogeneous glycan
networks. Error bars are standard deviations for n=20 measurements.
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Supplementary Figure 6 | Measurements of root mean square roughness (RRMS) using
AFM. (a) AFM image of a typical inhomogeneous glycan network, in this case hyaluronic acid.
The dark gray regions are glycan-poor domains and the light gray regions are glycan-rich
domains. (b) RRMS values indicate no significant difference in roughness between the glycan-rich
and glycan-poor regions. (c) AFM image of a typical homogeneous glycan network. (d) RRMS of
homogeneous networks is comparable to those measured on inhomogeneous networks. Bare oxPDMS (i.e. substrate devoid of glycans) is significantly smoother with a mean RRMS value of 1.13
nm. Error bars are standard deviations for n=10.
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Supplementary Figure 7 | Confirmation that glycan poor domains are not devoid of
glycans. (a) If glycans were not present in the glycan poor domains the mean fluorescene
intensity should be zero in these regions. We find clearly that the fluorescence intensity in glycan
poor regions is not zero thus confirming through optical means that glycans are present in these
regions. Furhtermore we find that glycan rich regions have ~ 2x the density of glycans per unit
area of the surface. Error bars are standard deviations for n=15 glycan networks. (b) AFM phase
imaging is sensitive to the presence of different chemical groups on a surface 14. We obtain a
phase image along with the height profile of a section of the inhomogeous glycan network. We
show a 3D reconstruction of the topography of our glycan network and overlay the phase
information. The phase image was false colored according to phase angle. In the phase image
glycans appear yellow while the substrate appears purple. It is again clear that glycans are
present at a lower density in the glycan poor regions.
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Supplementary Figure 8 | Topography does not pattern the membrane. We made a replica
of the inhomogeneous glycan network in PDMS to produce surfaces that have a topographic
profile similar to the networks yet lacking glycan. The replica is composed entirely of PDMS and
there are no glycans on the surface. We then deposited bilayers under the same conditions as on
glycan networks and prepare similar analysis as shown Figure 2 and 4 of the main paper. The
replica surface, which is not fluorescent, was imaged through confocal reflection microscopy
(glycans cannot be imaged through reflection, likely because the highly hydrated layers lack
optical contrast with the surrounding water). (a,b) Multiphase membranes deposited on the
PDMS replicas. Bright yellow circles on the membrane are lipid vesicles adhering to the bilayer
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patch. (c-d) PSDs of the bilayer (filled orange circles) show that the lipids do not respond to the
dominant length scale of the PDMS replica (filled gray circles). (e,h) Radial averages of the
normalized cross-correlation matrices of the replica and Lo/So images (green filled circles) and
the replica and Ld images (red filled circles). No clear correlations are evident. (f,g,i,j) Contour
plots of the grey-scale intensity of Lo/So preferring probes vs. the image of the replica and Ld
sensitive probes vs. the image of the replica show a cluster of points in intensity phase space. We
thus conclude that gross topographic effects cannot explain our observation of membrane
patterning. Scale bars 5 µm.
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Supplementary Figure 9 | Aggregated intensity contour plots for (a,b) n=15 Lo-Ld
membranes on inhomogeneous glycan networks. (c-d) n=15 So-Ld membranes on
inhomogeneous glycan networks.
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Supplementary Figure 10 | The lateral configuration of the glycan network does not vary
significantly with increase in temperature. Fluorescently labeled glycan networks were subject
to heating and cooling cycles. We find that the characteristic length scale of the network, as seen
here from the peak in the PSD, does not change.
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